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Diatomaceous earth, or diatomite, is produced through the accumulation of diatom (Bacillariophyceae) skeletons
(i.e. cell walls called frustules) made of amorphous silica. The porous, highly symmetrical structure and micro-
scopic size of diatom cell walls make them ideal constituents of sensing devices and analytical chips. Here, we
propose chemicalmethods to purify diatom frustules extracted fromdiatomaceous earth. Using photo deposition
techniques, we grow gold nanoparticles on the surface of diatom skeletons andwithin the pores of the skeletons,
where the size and density of nanoparticles can be controlled by changing the parameters of the synthesis.
Resulting devices have an internal porous structure that can harvest molecules from a solution, and an external
shell of gold nanoparticles that amplifies the electromagneticfield generated by themeasurement laser in Raman
or other spectroscopies. The combination of these effects enables the analysis of biological specimens, chemical
analytes and pollutants in extremely low abundance ranges. The devices were demonstrated in the analysis of
Bovine SerumAlbumin inwater with a concentration of 100 aM, andmineral oil with a concentration of 50 ppm.

© 2018 The Author(s). Published by Elsevier B.V. This is an open access article under the CC BY-NC-ND license
(http://creativecommons.org/licenses/by-nc-nd/4.0/).
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1. Introduction

Diatomaceous earth is a natural, theoretically non-depletable mate-
rial composed of fossilized diatom shells (silicon dioxide) with intricate
and highly symmetrical patterns of pores and more complex openings
penetrating through their surface [1,2]. The arrangement, shape, and
size of the openings, which vary in various species and in different sec-
tions of the diatom cellwall ranging from few tens of nanometers to few
micrometers, impart to the shells' mechanical [3] and optical properties
[4–7] that are more frequently found in artificial micro and nano de-
vices. Due to their unique characteristics, diatom shells show promise
to be used as low cost, highly efficient drug carriers, sensor devices or
other devices for biological and safety applications. However, to date
there are relatively few applications of diatom integrated devices in
biomedicine.
).
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Current approaches for diatom treatment and functionalization
necessitate heating diatom shells to high temperatures in a controlled
atmosphere of magnesium gas [8,9] to convert silicon dioxide into sili-
con. While the conversion preserves the original shape of the diatom
frustules, silicon can be efficiently used for surface chemical and bio-
chemical treatments. Alternative chemical formulations for changing
the surface chemistry and characteristics of diatom shells involve elec-
troless deposition as in references [10, 11], inwhich case the process re-
quires multiple steps in cascade with some of them as long as ~90 h.
Sophisticated, complex, and complicated functionalization techniques
may be difficult to implement and can hamper the translation from a
prototype to a marketable product.

Here, we demonstrate easy ways for the site-selective
functionalization of diatom shells with gold nanoparticles. The method
is based on a photo-deposition process. Diatomaceous earth undergoes
selective etching to remove unwanted debris and activate the surface of
the frustules for the subsequent deposition of gold nanoparticles. The
nucleation/growth process is performed by suspending diatom shells
in an alcoholic solution of chloroauric acid and exposing them to ultra
er the CC BY-NC-ND license (http://creativecommons.org/licenses/by-nc-nd/4.0/).
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violet radiation for a total irradiation time that does not exceed 1 h.
The process enables the synthesis of gold nanoparticles on the surface
and inside the pores of diatom shells with variable size and density.
Subsequently, the performance of the devices as SERS (Surface En-
hanced Raman Spectroscopy) devices is assessed by detecting and
harvesting bovine serum albumin and mineral oil in low abundance
ranges. SERS is an effect whereby the Raman signal in close proximity
of a metal nano-structure is enhanced by several orders of magnitude
compared to a flat surface without structuration. Owing to the geom-
etry of the metal nanomaterials, electrons on the surface of the mate-
rial oscillate collectively when excited by an external radiation, in a
resonance effect. This generates plasmons, i.e. surface waves, and con-
sequently an amplification of the intensity of the local electromagnetic
(EM) field. Since the Raman signal is proportional to the power of four
of the EM field, the entire mechanism yields a giant amplification of
the Raman readout, enabling high resolution, high sensitivity, and
low limits of detection of a measurement. Proposed methods may
have implications in analytical chemistry, bioengineering, medicine,
the analysis, monitoring and traceability of chemical pollutants and
biomolecules.
2. Materials and methods

2.1. Functionalizing diatom frustules with gold nanoparticles

Diatomaceous Earth (DE) was cleaned with piranha solution to re-
move possible contaminants and organic residuals. Samples were then
maintained for 120 s in a diluted 2% hydrofluoric acid (HF) solution to
activate the diatom frustule surface and promote Au nucleation. Gold
nanoparticles (Au NPs) were then synthetized on the diatom surfaces
by a photo-deposition process. 20 mg of diatom shells were suspended
in 50 ml of isopropyl alcohol (IPA) and irradiated with a UVA/UVB
OsramUltra Vitalux lamp for 1 h. During irradiation, a 0.1%w/w solution
of chloroauric acid in IPA was timely injected to the suspension of DE in
IPA in aliquots of 150 μl, every 5 min. Diatom shells functionalized with
Au NPs are called D24 systems throughout the current paper. Notice
that by varying the irradiation time, the concentration of diatom shells
in solution and amount of chloroauric acid, one can obtain a variety of
different nanoparticle morphologies. While optimized in the present
work, the photo-induced process of nanoparticle growth is not
completely new. In previously reported works, some of the authors
of this paper have generated branched gold nanoparticles on
zinc oxide ZnO tetrapods, where the overall size of the particles is varied
between 20 and 40 nm, and the size of the protrusions is controlled in
the 5 − 8 nm interval [12,13]. Also notice that the present photo-
irradiation method is significantly different from electroless deposition
techniques, where gold cations are reduced to metal onto autocatalytic
surfaces [14,15].
Fig. 1. Pristine diatomaceous earth is a collection of silicon dioxide shells mixed with debris and
withHF, we obtain amore uniformdistributions of shells (scale bar in the image is 10 μm) (b),w
μm (c).
2.2. SEM characterization of samples

D24 systems were immobilized on a carbon adhesive tape for SEM
(Scanning Electron Microscope) imaging. For morphological imaging,
samples were imaged using a Zeiss Auriga Compact FE-SEM equipped
with InLens secondary-electron detector. An annular back scatteringde-
tector was used for Z-contrast imaging and to highlight the presence of
Au in the samples.

2.3. Finite elementmethod (FEM) simulation of the EM field around theD24
systems

We used finite element method (FEM) to derive the EM distribu-
tions within the samples. Simulations have been conducted on a single
cubic unit cell with 125 particles decorating the diatom shell. We repre-
sented the diatom as a dielectric with an index of refraction n=1.3.We
modelled the Au NPs as perfect spheres with an external diameter d =
10 nm and dielectric characteristics as in the classical formulation of
Rakic reported in reference [16].We imposed for themediumsurround-
ing the diatom and the particles the refractive index of air n = 1.0. We
used tetrahedral mesh elements to discretize the domain. The maxi-
mum allowable element size was imposed as 0.2 times the wavelength
of the radiation propagating in each region of the domain. The mini-
mum element size was set to d/3. Then, we interrogated the systems
with a TM linearly polarized plane wave with variable angle of inci-
dence.We used Floquet periodic boundary conditions at the boundaries
of the domain to reduce the computation time and increase the effi-
ciency of the simulations. The incident radiation had wavelength λ =
633 nm, power P = 1 W, and intensity I = 2.5 × 10−8 W/cm2 within
an area of the unit cell of A = 3.9 × 10−13m2. Maxwell equations have
been solved by placing perfectly matched layers at the top and the bot-
tom of the structure, to avoid unphysical reflections at the boundaries of
the domain. Equations were solved for a half of a diatom – perfect mag-
netic conductor boundary conditions have then been imposed to the
lateral sides of the unit cell, parallel to the plane of incidence, coherently
with the polarization of the incident field.

2.4. Fluorescence analysis of D24 systems

We incubated the D24 systems with Fluoresbrite Yellow Green
50 nmspheres for 10min using a relative abundance of 1 to 10 (diatoms
to fluorescent beads). We then collected the diatom devices and posi-
tioned them on the stage of an optical inverted Leica TCS-SP2 laser con-
focal microscope. We then used an ArUV laser to examine the
fluorescence response of the systems. In analyzing the fluorescence,
we set constant values of the pinhole aperture (80 μm) and laser
power (80% power) throughout the measurements. Yellow fluores-
cencewas induced using awavelength of λ=441 nmandwas acquired
at the wavelength λ = 485 nm, corresponding to the maximum of
other organic/inorganic contaminants, scale bar in the image is 2 μm (a). After treatment
here each shell is a hollowcylinderwith average length at the base of ~5 μmandheight ~10



Fig. 2. SEM images of the diatoms indicate that that the average size of the pores penetrating through the shells is ~90 μmwith small deviations around themean, scale bar in the image is
100 nm (a). Additional SEM images show that the arrays of pores on the external diatom surface reproduce an hexagonal pattern as in a photonics crystal (b, c). Scale bar is 150 nm in
(b) and 400 nm in (c).
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emission of the beads. Images were acquired using 10/20× objectives
focusing on a region of interest of 975 × 750 μm2, and were averaged
on 4 lines and 10 frames to reduce noise and improve quality.
2.5. Using the D24 systems as SERS devices for Raman analysis of samples

Upon incubation of D24 devices with Bovine Serum Albumin (BSA)
and mineral oil (mo), samples were positioned on the stage of a
Renishaw InVia micro-Raman microscope for analysis. Samples were
analyzed using 20/50×objectives of a Leica microscope. We used a
HeNe laser with a wavelength λ= 633 nm and backscattering geome-
try to analyze samples. Laser power was adjusted as P = 0.18 mW
throughout the measurements. Raman signal was digitalized into
1024 × 1024 pixels of the CCD of a recording camera. Images were re-
cordedwith an integration timeof 20 s. After acquisition, Raman spectra
were base-line corrected with a second degree polynomial function.
Fig. 3. Upon functionalization, gold nanoparticles are deposited on the external diatom surfac
functionalized with gold nanoparticles (D24 devices) were incubated with 50 nm Yellow fluor
fluorescence of the D24 devices, scale bar in the image is 50 μm (d).
3. Results

Diatomaceous earth as received is a non-continuous, non-
homogeneous collection of porous, amorphous silica (SiO2) shells,
with unwanted biological, organic and inorganic fragments and remains
infiltrating between the diatoms (Fig. 1a). Treatmentwith HF and selec-
tive etching enable a more continuous, homogeneous, and regular dis-
tribution of diatom shells, with no or minimum contaminants in the
samples (Fig. 1b). Resulting shells have a circular, hollow, cylindrical
shape, with a mean diameter at the base of about a~5 μm and height
of about b~10 μm (Fig. 1c). Regular, periodic arrays of pores permeate
the surface of the diatoms penetrating through the shell (Fig. 2a–c).
Image analysis algorithms applied to SEM images enable to derive the
mean pore size as s~90± 5 nm. Pore size is distributed in narrow inter-
vals with small deviations around the mean. Worthy of note, pores on
the surface of the diatom are arranged following hexagonal patterns
(Fig. 2c), similarly to the topology of photonic crystals, where periodic
e and within the pores with an average nanoparticle size of 8 nm (a, b, c). Diatom shells
escent beads, fluorescent confocal imaging demonstrates selectivity and metal enhanced
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optical structures can control the flow of light, force light around sharp
bands andmanipulate the electromagnetic radiation in a designed fash-
ion. This suggests that the characteristic internal structure of diatoms
can serve as a basis for sensor devices with elevated precision and
sensitivity.

We then used chemical methods and photo-deposition techniques
(Methods) to functionalize the surface of diatoms with Au NPs. By
changing the proportion of reactants in solution and the duration of
the exposure to the external radiation, we obtained Au NPs with con-
trolled size and density. A treatment of 1 h yields particles uniformly
distributed over the entire surface of the diatoms and within the pores
with an average particle size of d = 8 ± 4 nm (Fig. 3a–c). We deter-
mined particle size distribution and average particle size through SEM
image analysis. We call similar diatom shells functionalized with Au
NPs, D24 devices.

While 8 nmdoes not represent the theoretical optimal size for detec-
tion and electromagnetic amplification, it is the best compromise be-
tween small nano-particles synthesis times and high enhancement
factors during the generation of the Raman signal, as evidenced by ex-
periments and computer simulations. For the present configuration,
Fig. 4.Weused finite element methods (FEM) to evaluate the distribution of the electromagnet
(a). Results indicate that the EM field is concentrated in close proximity of the particles (b). Max
the system and may be as high as 1.5 × 109 V/m (c, d). The enhancement factor of the electric
the particles in the system are isolated: the enhancement factor of the
devicemay be incremented even further if one fabricates gold nanopar-
ticles combined in clusters, where interaction between particles may
yield collective phenomena with improved abilities in contrast to iso-
lated particles.

D24 devices have an internal intricate structure of pores that may
be used to harvest and capture molecules in solution, and an external
decoration of nanoparticles that canmultiply the intensity of an electro-
magnetic (EM) radiation of several orders of magnitude. Upon incuba-
tion with yellow fluorescent nano-spheres and washing (Methods),
fluorescent confocal imaging of the devices (Fig. 3d) demonstrates
selective sequestration of the spheres, long-term retention, and metal
enhanced fluorescence (MEF) effects, with an increased signal of fluo-
rescence ascribed to the resonant interaction of the laser with the
metal nano-particles of the diatoms [17]. We have used untreated dia-
tom skeletons without gold nanoparticles as a negative control. Using
simple diatom shells, we measured yellow fluorescent nano-beads in
the same abundance ranges and setting the same parameters used for
measuring fluorescence with the D24 devices. Results, reported in sep-
arate Supporting information file, show that diatoms without gold
ic (EM) field around the clusters of gold nanoparticles and within the pores of the diatoms
imumstrength of thefield is a function of the inclinationα of the radiation that illuminates
field oscillates between Q~100 and Q~150 for values of α varying between 10° and 70° (e).
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nanoparticles yield a reduced intensity of fluorescence with respect to
the D24 devices. Using image analysis algorithms, we estimate an en-
hancement of the fluorescent signal of approximately 80 times, moving
from simple to functionalized diatom shells.

Computer simulations were used to evaluate the EM distribution
around the nanoparticles and within the pores of the diatoms
(Methods). Diatom frustule pores and gold nano-particles were
reproduced in a grid, exploiting the symmetry of the system to reduce
computation times, reduce memory usage, and increase the speed of
the simulations (Fig. 4a). Then, results of the simulations have been pe-
riodically extended to visualize the diatom array (Fig. 4b). Results indi-
cate that the EM field is greatly amplified in close proximity of the gold
nano-particles and gold nano-particles clusters. Maximum intensity of
the EM field is a function of the inclination α of the initial radiation
with respect to the axis of the pore and may reach values as high as
1.6 × 109 V/m for α = 50° (Fig. 4c–d). The enhancement factor Q of
the EM field is likewise a function of α (Fig. 4e) and is higher for higher
values of α ranging between Q~115 (α = 30°) and Q~170 (α N 50°). Q
N 102 for all configurations, yielding giant SERS (surface enhanced
Raman Spectroscopy) amplification factors QRaman = QEM

4~108.
D24 deviceswere demonstrated for the detection and analysis of Bo-

vine Serum Albumin (BSA) and mineral oil (MO) in extremely low
abundance ranges. BSA is a globular protein used in numerous biochem-
ical applications due to its stability and lack of interference within
Fig. 5. The devices were verified for the analysis of Bovine SerumAlbumin (BSA) (a) andminera
as low as c = 10−16M, and mo with a concentration of 50 ppm.
biological reactions [18]. MO is a contaminant resulting from the distil-
lation of petroleum used in manufacturing, food industry, cosmetic in-
dustry, and – for safety concerns – it is recommended to limit the
exposition to MO in concentrations below 50 ppm [19]. Therefore, de-
tecting BSA and MO is of interest in biology, biotechnology, biomedical
engineering, environment, health and safety.

We incubated 1 mg of D24 devices in 1 ml of diluted BSA solution.
We then separated the micro-capsules from the solution through sedi-
mentation and used micro-Raman to examine the samples (Methods).
We acquired Raman spectra of (i) the D24 devices without BSA, of (ii)
BSA and of (iii) BSA internalized within the capsules. Results indicate
(Fig. 5a) that D24 systems correctly detect the aromatic components
of BSA at f = 1392 cm−1, f = 1556 cm−1 and f = 1576 cm−1, and
Amide I at f = 1670 cm−1, suggesting a β− sheet conformation of the
protein. BSA is observable in concentrations down to c = 10−16 M.

Using the samemethods, we examinedMO in concentration varying
from 50 to 105 ppm. In the spectra, the peak at f= 950 cm−1 is associ-
ated to the second-order scattering of Silicon [20], the peak at f=1450
cm−1 identifies the CH2 scissors vibration, the peaks in the 2850− 2923
cm−1 interval indicates CH stretching [21]. D24 systems can identifyMO
at extremely low abundance ranges of 50 ppm (Fig. 5b).

Although this test campaign was not focused on optimizing perfor-
mance and was more an exercise in existence proof, still we tested the
performance of the device with multiple measurements. The analysis
l oil (mo) (b) with Raman spectroscopy.We detected BSA in solutionwith a concentration
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was performed over 10 experimental repeats for BSA and MO, with 5
technical repeats for experiment. In the paper, we report sample spectra
extracted from the pool of spectra.We observed that the variation intra-
cluster (between technical repeats conducted over the same sample) is
vanishingly low, with values of standard deviation lower than the 0.1%
of the mean of measured spectra, the variation inter-cluster (between
experimental repeats conducted over different samples) is higher,
with values of standard deviation equal to about the 5% of the mean of
measured spectra. Possibly because different samples, under different
conditions, may contain different amounts of molecules, reflected by a
variability of the measured spectra.

In Fig. 5, we have reported spectra acquired on standard SERS sub-
strates for comparison. We observe that the analytes, measured on flat
SERS substrates in higher concentrations, exhibit Raman profiles similar
to those measured using the D24 device, with same characteristic
Raman shifts, peaks, and spectral features. Comparison between mea-
surements indicates that the precision and sensitivity of the D24 device
is equivalent or superior of those of traditional SERS substrates.

D24 devices are intended for analyte capture, concentration, and
detection. While concentrating the solute is important, it is not the
main objective of the device. More importantly than concentrating,
the device can sequestrate selectively analytes from a solution. Upon
incubation in a solution, for its geometrical characteristics the diatoms
would harvest the molecules of interest dispersed in that solution –
that are otherwise hardly accessible. Then, one may collect the devices
with their payload using sedimentation, centrifugation, or other sepa-
ration techniques routinely used in a laboratory. Upon recovery, the de-
vices are then ready for high end, precise measurement of the solute
initially dispersed in solution. The major attribute of the device is a
combination of factors, it achieves high resolution, it is practical and en-
ables analyte capture and handling, it is low cost. The last characteristic,
in turn, allows one to use the device in high-throughput screening and
processes, where the number of devices deployed for the analysis may
be very large.

Inmore sophisticated evolutions of the device thatwill be developed
over time, one shall be able to selectively capture molecules of arbitrary
dimension in solution by tuning pore size. In the case of amixture of dif-
ferent oils, the penetration depth ζ of a specific oil in the system can be
estimated using the Jurin's law: ζ=2γ cosϑ/ϱ g s, where γ is the surface
tension of the oil, ϱ is its density, s is the pore size of the device, g is the
gravitational acceleration, ϑ is the angle of contact between the diatom
surface and the oil. Competition between gravitational and capillary
forces determines the fraction of oil that the system can adsorb. Thus,
by tuning the pore size s, one can selectively sequestrate and measure
specific oils with specific physical characteristics γ, ϱ, ϑ, from the mix-
ture. Similarly in concept to amolecular filter, but extended to solutions
and mixtures in which both the solvent and the solute are liquids.
4. Conclusions

We conceived chemical methods to purify and functionalize inho-
mogeneous, unpurified diatomaceous earth and obtain miniaturized
devices where the porous structure of the devices can harvest analytes
from a solution, and the gold nano-particles infiltrated through the
pores amplify the EM radiation of several orders ofmagnitude. The com-
bination of these effects enables the analysis of biological molecules,
chemical analytes, or pollutants in aqueous solutions in heretofore un-
attainable abundance ranges. In experiments with BSA, we detected
proteins in solution with a concentration of 100 aM. In experiments
with mineral oil, we detected contaminants in solution down to 50
ppm. Our method can turn an unlimited, low cost, natural material
into efficient sensing devices for applications in biology, marine biology,
biotechnology, safety, monitoring and control of environmental
hazards.
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